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DATE PRINTTD: 19 -NOY-94 .
L REPORT: R91-12392.4 ( COMPILITE ) j PROJFCT: NONI GIUEN PAGE 1
SARPLE FLEANT Au o SARPLY FLEMNT Au
NURBER UNT IS o NI R UHTTS o0prT :
P4 R91-810 115 g P4 RIY 31N 200205 <0.002
P4 RI1-81H 51 < P4 R91- 810 205211 0.510 ;
P4 R91-811 1115 <y P4 RIL-811 200215 0.002 !
P4 RIL-3LI 15-20 <y b4 R9T-&101 215-220 0.003 :
P4 R91-811 211 25 <y P4 RYT -G 220225 n.007 |
P& R91-810 25-301 army P4 R91- R0 225 2300 0.003 !
P4 RO1-8111 31135 <z ‘ P4 RY1 810 2304235 <0.002
P4 RIL-BLI 35- 401 LB P4 R91- 8110 235-240 <0.002 :
P4 R9L-EUIL Al1-45 <Ly P& RYT BN 2401245 <0002 I
P4 R7L-3101 45511 <A P4 RUT-B1I 245-2501 <0.002 :
4 RO1-8T 5l 55 TR Pa ROT S ol o5 <0007
P4 ROL-3LU H0-61 NiWiliy P& RIT- 81 255-260 <§.naz _
P4 ROL-B1I All-65 army PA R S0 0.008
P& RIL-B1U 65 T iy P4 RYT-811 510 <0.0302 :
P4 R91-BLN A173 il PARDY S1L U1 <0,002
FERIL-AU /S <ILan? P4 ROT-311 1520 <G.302 :
P4 ROL-B11) sl Ay P4 R9Y 81 N 25 <N.002 ';
P4 RIL-810 Hh-1 {1 é P4 R91-811 2530 <0.0432 !
P4 R91-811 91195 IR PARDY BLL M <0.002
P4 ROL-31H 95-1im <tz . P& R9T-817 3540 <0.a02 '
P¢ ROT-GLT T i, T 7 ROT AT G4 .07
PA RIT-BLU Hi-111 oy P4 RYT-811 4550 <0.002
PG R9T-BLN 111 TR PhORYT 811 LNy <0.082
P4 R9T-3U 115-170 SRIIE; P4 RGT §11 55401 <0.002
P4 ROT-BLH 12117 LG YhORDT LGN 65 <8.002
M RET-EL T T rdiife PR RYTTT A5/ .07 A
P4 R91-8310 1311134 <bims PAORDY EL TS <0.002 :
P4 RIL-8T1 135- 1400 {46 P4 R9T BT £S5 80 0.022
P4 RIL-BL TAlI-145 IRTITv P4 ROYBLL BI85 <0.002 f
P4 RIL-310 145-1501 <y P4 RYT- 811 85 tn <0.102
FE RI1-S10 THi 155 SIRHIY A RS T R <0, 007
Pé RIL-8L 155161 IS FhORTT-811 9530 <0.002
P4 RYL-8L 180165 iz MAORIY ST s <0.602 :
P4 RIT-3LH VOL-1 70 <L PhORYT-811 115130 <0.002 !
P4 R91-B1N 171 175 i P4 RYTG1L 115 0.009 i
PL ROL-310 775130 (NG Fé ROT-831 115-120 <G.002 :
P4 R91-810 181185 <Ly P4 RYL-311 1201125 <0.002
P4 RIL-BLU - \,.;--wn IRt P4 R91-831 125130 <0.002 i
P4 RYL-BIN 191119 NIRY, P4 RYT ¥11 131135 <0.002 . f
P4 RIL-B10 195 2001 (a3 P4 RYT-611 135 1401 <0.002 '
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REPORT: R91 12393.4 ( COMLETE ) 7 PROJICT: NONE GTULN PAGE 2

SATPLE FEERENT Ay SAniY LUHENT Au |

NURBER UNTIS oy NIEER INTTS OFT

P4 ROL-B11 1411 14% IR P4 R91-812 1911 195 0.009 |

P4 R91-811 145 151 Ly P4 R91-312 195 20 0.023 %

P4 RG1-812 1 5 072 P4 RYT-812 201 2015 0.012 g

P4 R‘).l~81? Hn H.tléG P4 R91-312 205 210 0.006 ‘

P4 R9L-812 1115 B TRItY, P4 R91-$12 210215 <0.002

P4 R91-817 15 2N .04 P4 R91 912 215 221 <D.002

P4 RO1-212 21 27, (.13 P4 R9T-812 220224 <0.002 ?

P4 R93-812 74530 <Ny P4 RY1-812 225 230 0.004 :

PAORSL-3L2 U .0 P4 [R91-812 230- 739 0.016 :

P4 RO1-812 D44l <Ly P4 RYT-812 235 240 0.002
i

PL R9L-812 411 4% TR "% W91 812 2411 745 <0.062

P4 R91-817 4N Ll LY P4 R 8172 245250 0.020

P4 RT1-812 5155 L P4 RYI-812 2500255 <0.002

P4 R9L-817 55 4l G PARYY $12.255 261 <0.002

P4 RIL-812 Ali- 45 IR, P4 ROT-613 005 <0.002

P4 R91-817 om0 RIRIF; PhRDT 8135 <0007

PLOR1-812 M N Lz P4 N91-813 - 14 <(.002

P4 R91-817 T 8N IR, P4 R91 513 1521 <0.002

04 RG1-812 BH-HY 1,414 g RGT-413 212 <0.402

P4 R91-817 w4 9N 111114 Pa R 813 25 3N <0.002

7% ROL-R12 9075 At P4 R9T-813 30-15 0.084

P4 R91-817 95 -1 LW M4 R91-813 35-41) <1,002

B4 RGL-312 1 10 TRIIE P4 ROT-B13 41145 <0302

Fé R91-817 1Mh 110 RIS 14 RP1-813 45 5 <{1.502

P4 R91-312 13l 115 IR, P4 RY1-813 S5 <0.802

P4 R91-817 1ihion L N7 ngOR9T 313 5y Gh 0,006

P4 RI1-812 17N 125 IR, P4 R9T-813 611 65 0.010

P4 R91-812 175 A3H 3L P4ORI-813 645 - A §.022

A4 RT1-312 330138 < N2 P4 RM-813 -5 0.020

P4 RO1-812 13514 . 114 P4 ROL B3 75 51 0.0 go'e 225

P4 R91-812 1411 145 .6 P4 R 813 &I 85 0.042 f

P4 R91-812 145-150 Y P4 R -013 85 9 0.3031

Pe RI1-812 (501150, Ty, P4 R9T-813 G195 0.016

P4 R91-817 155 160 IR D4R B3 95 A 0.018

P4 RI1-812 1611 165 HIRIT] P4 ROT- 813 1i- 1Y 3.820

P ROL-617 1651711 INIDE 7 R91 813 105 -uin <0.002

P4 R91-812 §7H 175 <Ly P4 R9T-%13 1301-115 <0.002

P4 R91-8172 175 18K SHA? P4 RO 813 115 -121 <f1.002

P4 R91-812 180145 .t P4 R9T-813 120125 <0.002

P4 R91-812 18 191 army P4 RYL-B13 125131 <0.902
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REPORT: R91-12393.4 ( COMPLETI ) | PROJECT: NONE GIVEN PAGE 3
SAMPLE FIFRENT Au SARHT ELFIENT Au
NUMBER e NIMBIR UNTTS oPT
P4 RO1-813 14l 125 <y P4 R91-815 2075 <0.002 ]
P4 R91-813 135141 Y P4 R9T-815 25 30 <0.002.
P4 R91-813 1411 145 <t P4 RYT- 815 3035 <0.002
e P4 R91:813 140 1500 )L P4 RY1-815 35-61) <0.002
P4 R91-814 1-Y T P4 R9T-815 41145 <0.002 |
1
P4 R91-814 5 -1 AL PA R91-315 45 5l 0.012 ]
P4 RO1-314 TH 14 I, P4 R91- 815 5i1-55 0.012
P4 R9L-814 15 21 IR P4 R91 815 55 61 0.002 !
P4 R91-814 21 25 NIt P4 RGT-815 Q45 <0002 |
P4 R91-814 2% 3N ALt P4 RY1 815 65 71l <0.002 ‘
P, RI1-314 0 15 INED; AR P L (R I ;
P4 R91-814 3h-4ll <Ly Pa 891 815 75 - <(1,002 !
B4 R9L-314 41 4Y Ry Pa ROT- 815 8y <0.002 'g
P4 R91-814 45 I IR, ph R 815 85 91 0.002 !
P4 RI1-814 W5 IRy, P4 R9T- 815 9195 <.002
P4 R91-814 h5 -Hl) <1y PhORYT-8I5 9 <[J.007
P4 R91-814 oll-44 iy P4 RGE- 815 1100111 <0.082 ;
P4 R91-814 651 <y P4 R91 815 U1 110 <0.002 i
P4 R9L-316 6 15 IRy, P4 RY1-B15 130-115 <0.082 ',
P4 R91-814 14 -8l L P4 R91-815 115 120 <0.062 |
P& RIT-Bls il o5 IR P4 R91-815 1211125 <0.082 i
P4 R91-834 15 91 IR P4 RYL-815 125130 <8.002 ;
P4 RIL-314 901 95 R, Pe R91-815 130135 <0.882 ;
P4 R91-814 95 14 army P4 RYL-815 135 140 <0.082
P4 RIL-814 1HHE 105 St a4 ORGT- 315 1400145 <0.937
P R91-814 1115 1111 ATy DA RUT 9IS A4n <00l
P4 RI1-814 131l 114 i P4 RO €16 005 0.502 i
P4 R91-814 11510 Lo P4 R EL6 5 <0.002 j
P4 R91-814 170- 125 < P4 R9T-816 115 <0.002 ’
P4 R91-814 174131 RIRINY, PhR9L 816 15 M <0.002
PL RG1-31% 10 195 ar.me P4 N97-616 21 25 0.0
P4 R91-814 135 141 Iy DA R9T 516 25 N :0.002
F4 R71-314 1411- 145 <2 P4 RGT-816 3035 <f1.002
P4 R91-814 145 1ol IR, P4 R 816 3541 <0.002 :
P4 R91-814 1501-155 IR, P4 R9T- 616 4(1 45 <0.002
P RI1-814 155 161 Ty " PAR9T 816 45 ol 0,007
P4 R71-315 -4 <AL iz P4 RE1-816 SU-5H5 <0.002
P4 R9L-815 5 10 Ay 24 R91 $16 S5 61 <0.002
P4 R9L-81S T 15 IR, P4 RGT- 816 Bl 65 <0.002
P4 R91-815 1520 IR, P4 RIT 816 65 1) 0.002




Bondar-Clegg, Inc.
625 Spice Istand Dr.
Building 1, Unit A
Sparks, Nevada 89431

Geochemical
Lab Report

702 (359-9330)
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
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REPORT: R91 172393.4 ( Commiiiy )y - l ‘ | PROJICT: NONE GTUILN MG 4
CANPLE FEERFNT Au Sarn I FLTHPNT Au
NUMHER UNTTS oy NIRER UNTTS oPT
P4 R21-816 T1iI- 15 <ty ) P& R9T-817 1211125 <0.002
P4 R91-816 74 3l <y . PAORL 3T 125 -0 <ft.o02
P4 R91-316 BlI- 8% <o 4 R9T-817 131135 <G.002
P4 R91-8B16 845 -9 <Eamz "4 R91-817 135 140 <B.002
P4 R1-816 91 9% HLan " RG1-817 140145 <§.002
P4 R91-816 95 -1 <Hany 4R -81T 145 s <0.002
P4 R21-316 - 105 < P4 R9T-817 150 155 <g.002
P4 RI1-816 1415 -110 mith P4 RYT-217 155 1560 <0.002
Pe RTL-R16 11H-115 NIRtiY] B4 ORGT-81T 161 165 <0.302
P4 RYT-816 11512 <z NARYY 817 16 <01.062
Pé R91-816 120-775 <ULz PhOROT-8TT U 3TS <0.002
P4 R91-816 125-13K IR PAOR9L-U1T U sl <03.002
f4 R91-816 130-13% <0.002
P4 R91-816 135 -141) <0.002
P4 R71-816 1411 145 <0.002
P4 RU1-816 145 150 <0.007 ,
Ph RIL-3LT (14 0002 f
P4 R91-817 511 <0.007 |
P& R91-317 1 15 <§.302 |
P4 R91-817 15 21 0.009 §
P4 R91-317 Zli- 25 <N.502
P4 R91-817 25 -0 <0.002
P4 RT1-817 30 34 <0.002
P4 R91-817 35 -41 <Q0.062
P4 R91-317 &ll-ah <0.002
PLR91-81T 45 5l <{.00¢
P4 RIL-317 uli-455 <0.307
P4 R91-817 5% -6H <0.002
P4 RY1-817 ik 65 <0.302
P4 R91-817 &4 -4 <0.302
PhORG1-317 i N <3.0602
P6 R91-817 75 -80 <{1.002
P4 RI1-817 50--85 <0.002
P4 R9:-817 84 9N <0.002
P4 R9I1-317 9H- 95 <0.002
P& R91-817 95 -1 <0.002
P4 RZ1-817 10 1115 <n.002
P4 R91-817 105-111 <0.002
P4 R91-317 111115 <0.002

P4 R91-817 115121 <0.002
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DATE PRINTHD: 19-NQU-91

REPORT: R91-12393.4 ( Conwii-T ) J l PROJECT: NONF GTUIN PAGE Y
5TAMDARD FEErENT Au STANARD EEFRENT fu
NATIE INT1S oy HATF BNTTS oPT
MALYTICA BEANK <0.002
ANALYTICAL BLANK <(1.002
ANALYTICA! DY ANK <0.002
ANALYTICAL BILANK <0.002
ANALYTICAL BLANK <0.042
ANALYTICAL BLANK <0.002
ANRLYTICAL i ANK <01.002
Nuaber of Andlvues 1
fean YWatue 0.49910
Standard Deviation 1.00000
fccanted Valuw 0.062
AU ASTAY STD 0.146
AU ASSAY SID 0.143
Muaber of Analvioys 2
fean VYalue 1. 1445
Standard Deviation 0.00212
Accspted Jalue 0.150
AP TID 0.13%
Nosber of dnsiviay i
Mean Vglue 0.1860
Standara Deviaiion -
Accepted Value 0.184
AU AGSAY o1D 0.013
AU ASUEY SID 0.913
AU ASSAY Sib 0.016
AU ASSAY SID 0.014
Number of Auilvies 4
Nean Value {1.0140
Standarg Deviation (.00141
fcceoted Value 0.015
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DATE PRINTHY: 19-NQU-91

REPORT: RO 1239304 ( ConvivIv [ PROJICT: NONE GIYIN PAGE 6
]
SAMPLE PRI Au SRAr L FHERFNT fu ;
MUMGER UNTIS oy HUMBIR LNTIS Pt ;
R91-310 15 70 IRIY NOT-814 224 <§.602 i
Duplicate g Dupticate <n.ooz2 '
R91-810 &5 il <L RGT- 814 7540 <0.4802 f
Dup!licate <.y Duplicate 01,002 |
]91-310 125151 <Y RGY-814 130-13% <0.002 i
Dupiicate <tz Duplicate <0.002 |
R91-310 175130 TR RG1-815 24530 <(.002 i
Duplicate R Biplicate <0.002 ,
t
RIL-G10 234 24h <L R&T-81h 8t-8Y <Q0.042
Duoiicate <L Nuplicaie <01.002
R91-811 25 3t Lty ROT- €15 135 1401 <0.002 :
Duplicate <Lz Dunlicate <0.002
R91-311 8541 <L NGT- 816 4145 <0.802
Duplicate <Ly Duplicate 3,002
R91-311 135-14H <nn? RET 816 95 1l <0.1302
Duplicaic <Ly Buplicato <{.,002
RYL-G12 45-4it ALy RGT-817 -5 <§.482 ;
Dupiicaie NIRIiY fplicate <{1.002 ‘
R91-8L2 95 10 L2 Nel oI RS-6l <{.002
Dupiicaie Ly Duplicabe <(1.062
R71-912 150-4 L HES RS AR (S <G.002
Duolicain QY Duplicdio <000z '
RG3-312 25-7311 - 1. 116 NOT-R1T 16%-1 70 <0.502 ’
Duolicate T Dunticato <0.902
R91-813 S-ifi <g.002
Duplicate ¢<0.002

R91-313 55-4l
Duplicate

c

.06
.006

R9L-813 11512
Duplirate

R91-314 15 720
Duplicate

<h.
0.

<f.
<0.

082
002

0a2

goz
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DAL PRINTIL:  2-DC-9)

VRUSECT: NONE GIUIN PAGE 7

GTANDARD FLTHENT

HANE

GE0 TRACE S (anes)

Number of Andivion
fedan Value
Standard Doviditiog

Rcceptad Valun

A AT AN
HUO H.)iJH\I

Nusber of Anlvnen

fean Va
Liandard Heviaiion

ficcepted Valoe
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FHIAENT Ag |
BNTIG orT 1
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